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SUMIARY 

I. Technical Problems 

The electrochemical characteristics of the hollow fiber sodium-sulfur 

cell have been shown to be outstanding. The major problem now is to 

obtain increased lifetimes with the same good performance.  We want to 

demonstrate long life (years) with many thousands of charge-discharge 

cycles in cells that do not change internal resistance with total time 

in operation. 

The heating-cooling characteristics of the cells still needs to be 

determined. 

II, General Methodology 

Cell failures are almost always associated in some way with failure of 

the glass fibers.  We are pursuing two approaches toward increasing the 

cell life. One is a "brute force" approach of increasing the wall th'.ck- 

ness of the fibers.  The other approach is to find cut what is causing 

the glass membrane to break. 

In the first approach, cells are being constructed using thicker walled 

glass fibers.  Plots of cell lifetime versus fiber wall thickness give 

an indication of the effectiveness simply using thicker fibers to get 

longer lives. Where there is an indication of some presu;7,a harmful 

contaminant in the system, such as water, the contaminant is removed as 

much as possible.  The indication of effectiveness, again, is increased 

lifetime of the cell. 
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The second, more fundamental approach of discovering the causes of 

glass fiber breakage is more involved.  Cells containing any where 

from 6 to 3000 fibers are made under varying conditions operated at 

different rates and depths of discharge, and in the presence or 

absence of various impurities.  The glass fibers and the tube sheets 

are tested for changes in appearance or strength after being sub- 

jected to exposure or strain.  Information concerning factors that 

cause early cell failure in these small cells is utilized in building 

better large cells which will have better durability. 

III.   Technical Results 

During this period, new records of lifetime were set on both the 

5 ampere-hour and the smaller 0.3 - 0.4 sampere hour cells.  One 5 ampere- 

hour cell operated 23 days before failure.  However, during this time the 

Internal resistance of the cell increased many-fold.  Another 5 ampere- 

hour cell operated for over 14 days, charging and discharging on 4 hour 

cycles with no change in internal resistance.  We confirmed that it is 

necessary to treat the glass fibers with BCI3 gas before filling them with 

sodium if the cell resistance is to be kept constant for more than 5 - 7 

days. 

The smaller 0.3-0.4 ampere-hour cells containing 1000 fibers have run 

continuously as long as 68 days (over 1000 hours) on charge-discharge 

cycling.  Cell resistance increased only a few percent.  Cycling was done 

on one hour cycles at the 3 hour rate. 

While charge-discharge rates at three times the design rate shorten cell 

life, decreasing the rates from design rate to 1/3 of design rate does not 

increase lifetime. 

- - - ■ - - ..         . ■■ — .—^^ 
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Thicker walled fibers do indeed give longer lifetimes to the cells. 

Thousand fiber cells last 20 - 27 days when made of 10 micron wall 

fibers.  We are now running cells with 20 micron wall fibers after 

experiencing pome difficulty in drawing good fibers with this size 

wall. 

Fiber failure is probably not caused by corrosion due to an impurity 

such as NajO from the sodium side of the membrane.  This was shown by 

concentrating the sodium impurities in the fiber during cell operation 

and seeing no decrease in cell life. 

We returned to using fiber glass containing excess NaCl in order to 

take advantage of the increase in conductivity.  Cells made from fiber 

glass containing no chloride ion did not show any lifetime increase over 

the cells made Trom the chloride containing glass, so chloride ion in 

the glass is presumably not harmful. 

The spinning and assembly of the glass fibers is continually improving. 

No problems appear in spinning after many successive runs using the 

platinum-lined furnace.  Wider fiber to fiber spacing and improved 

designs of the hot N2 fiber cutter have decreased the number of double 

fiber seals. When positioning shoes were used for fiber lay-down, cell 

life was shortened, probably by scratching the fiber. 

Nitrogen could be used as the cooling gas at the spinning orifice instead 

of helium but flow rate adjustments become critical.  Various designs of 

cooling jets were tried. 

Some experiments on using a CO2 laser for cutting and sealing the glass 

fibers were begun.  The first results were encouraging although the focus 

adjustment seems critical. 

Attempts were made to improve the tube sheet tightness and decrease the 

fiber weakening at the tube sheet fiber interface by varying the solder 

glass particle size distribution and Dy putting additives into the solder 

glass to adjust the expansion coefficient.  No improvement was seen. 

■■  -— - -- —  --- —'— 
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Some 5 ampere-hour cells have been made and run using 125 micron spacing 

between adjacent foils rather than 100 micron spacing.  This is a possible 

change in design which might be beneficial if a 6-8 hour cell is desired 

rather than a one hour cell.  Smaller cells using 125 micron to 178 micron 

foil to foil spacings were also built and run. 

Weakening of the glass fibers at the tube sheet interface was greatly im- 

proved when the tube sheet material was changed from 94% B2O3 - 6% Na20 to 

95-1/2% B2O3 - 4-1/2% Na20 and the tube sheet fused at 3740C instpad of 

3850C.  With this material, not only is the fusion temperature lower, but 

the expansion coefficient is closer to that of the fibers.  Cells made 

using this tube sheet material have longer lifetimes. 

Another cause of shorttued cell life has been badly distorted seals at the 

fiber ends.  This has been identified, and, for the most part, corrected. 

Experiments on possible attack by Na2S4 on the fiber tube sheet junction 

have been started.  Preliminary results indicate no detectable attack. 

IV.   Implications for Further Research 

Although some of the causes of cell failure have been found and correcte-1, 

others remain.  A tube sheet glass of 96% B2O3 - 4% Na20, having a lower 

fusion temperature will be tried.  Thorough drying of the tube sheet glass 

will remove another possible cause of failure. Thorough dtying of the 

fiber and foil assembly before filling the cell will remove more of the 

sources of original cell contamination. 

The lifetimes of the five ampere-hour ceils are now long enough so cell 

operating characteristics at various rates and depths of charge-discharge 

can be determined.  The wider foil to foil spacing and fiber to fiber 

spacings which would be used for cells designed for the 6-8 hour rate 

change the cell resistam^ characteristics on the charge cycle. 

Lifetime data on cells with 15 micron, 20 micron, and 25 micron glass 

walls will continue to be gathered. 

 ..  ......  -^  ...^  --.^,1.^_ L -—-...  -^-^-^—. . . . ^_„^._     ,    .  ._ 
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INTRODUCTION 

This is a semi-annual technical report on Research and Developmert 

of the Glass Fiber Sodium-Sulfur Battery.  It covers the period 

July 1, 1974 to December 31, 1974. 

The work is being done under a contract sponsored by the Advanced 

Research Projects Agency and jointly funded by the Advanced Research 

Projects Agency and The Dow Chemical Company. 

Under the terms of the Contract, we are to try to make multi-fiber 

cells capable of at least 1000 cycles of charge-discharge, build larger 

cells capable of long lifetimes, scale up to the 5 ampere-hour cell, 

continue development of a 40 ampere-hour cell, determine operating para- 

meters at different charge-discharge rates, and determine construction 

details necessary for thermal cycling. 

Good progress has been made.  At the beginning of this reporting period, 

cells containing 1000 fibers had operated up to one month, and the 

5 ampere-hoar cell had operated for 14 days, although its internal re- 

sistance increased during its lifetime.  Now, the 1000 fiber cells are 

still operating at 68 days (over 1600 hours) of continuous charge-discharge, 

and the 5 ampere-hour cells have operated 14 days with no increase in 

internal resistance. 

—   J_^IM>-_ — 
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"•" H"d°'- At the ""' ■" «•• l"' -Port, ve Uere using two different 
glasses for the fiber glass.  They differed In that glass «06 eontalned 

«•8 mole 7.    "aCl In order to Inerease the conductivity . The other 

glass U10  had no NaCl, and Its conductivity „as about l/15ththat of'the 

410  PrellMnary results had Indicated that the Cl free glass gave longer- 

lived „U.. These results were not confined and the chloride containing 

g.ass is now used to take advantage of the higher conductivity. 

The »406 is a burate glass container 60.5 „ole t S203.     This Is on the 

border line of glass stability in the Na20-B203 syste».  We nade some glass 

s -liar to the «06. hut with a dad B203 (65 „ole« to stabllUe the glass («13, 

Call lifetime ot  ceils „ade with this glass did not seen, to Increase, and 

since the conductivity of tha glass was lass than the conductivity of the 

«06 by almost a factor of two, we discontinued using tha 14X3 glass. 

The composition of choice for the fiber glass Is still the «06 glass.  Us 

expansion coefficient Is 121 x  10"7 per °c. 

The tube sheet glass being used at the time of the last report was W 

B203 - 61  Na20. Its expansion coefficient is 111 „ 10-7  „„ .c. A ^^ 

reason for the weakenlnR of the fibers at the tube sheet fiber Interface 

was thought to be the difference In expansion coefficient. s-aU amounts 

of another „oa-fusahle high expansion glass were added to the tube sheet 

,1... „ix. This was to increase the bulk expansion coefficient to Mtch 

that of the fiber, and yet, since the additive would not „elt. it would not 

affect the fluxing properties of the tube sheet glass. Using this co™- 
b.natlon, the fibers were still weakened when the tube sheet was fused 

  - 
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Tube sheet glass was then made fron, 95-1/2^ ^ -  4.1/2, Na2o.  The 

expansion coefficient Is 116 x lO^. müch closer to the ^ %  ^ 

value of the fiber glass.  The transformation temperature Is about 

323°C and the "melt temperature", under a 2.5 gram load Is 363°C 

This tube sheet glass could be fused at Wt  - 374«>C.  At this fusion 

temperature, the fibers are much stronger at the tube sheet.  We do 

not know whether they are stronger due to the lower fusion temperature 

or due to the closer match In expansion coefficients.  We are now 

-icing a 96% B^ - 4% Na20 to try as tube sheet glass.  There Is some 

concern that the melting point of this glass is quite low. 

Solder Gla., Making.  The tube sheet is made by extruding a paste of 

sieved fractions of the ball-milled solder glass.  It is Important that 

the paste have as high a solids content as possible so that thet, is 

minimum shrinkage in subsequent fusion. A "standard" paste is made by 

mixing 7.0 grams of the solder glass powder with 0.7 grams of cumene 

We have noticed that when the solder glass powder is very dry. a good 

useable paste can be made using as little as 0.58 grams of cumene to 

7.0 grams of powder.  In order to try to keep the powders dry, the 

Pastes are now mixed in a special low humidity room, where the relative 

umidity is kept at less than 2%.  There is still some water Pick-up but 
it has greatly lessened. 

^Oi^io^LSSJsssiS!^   T„e sulfur is purIfled as descrlbe(i ln 
previous reports bv distilling it at 8nn0r ^A  -U üng it at 800 C and then purging with N? to 
get rid of rs2 and H2S. 

: 

During this report period, „e have begun to •■purify- the sodium by 

filtering .. UO-UO'C through a „edlun frit filter. This redeyes the 
large bulk particles of Na20. 

8 
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Fiber Drawing and Assembly.  The platinum-lined melting furnace and 

platinum spinnerette continue to work well. Many, many spinning runs 

have been run with the furnace.  A hole developed in the platinum 

lining where excess flux was used in -naking and welding the lining. 

A new lining was obtained and readily installed.  The outside of the 

nickel bodied furnace became badly corroded from oxidation and was 

repaired by a nickel spray-on technique.  A small particle of solid 

- - - possibly carbon - - - fell into the glass melting tank and be- 

came lodged in one of the glass-feed holes in the spinnerette.  The 

furnace was washed out and the particle removed with no apparent harm 

to the furnace. 

Cooling the drawn fiber at the spinnerette is still a problem.  When 

cooling is done correctly, the fiber is uniform with a centered hole, 

and is drawn in a stable manner. Various typ(js of cooling nozzles have 

oeen designed and built to try to make placement of the nozzles less 

critical.  If the fiber is drawn at a high rate of speed, or nitrogen 

is used as a cooling gas instead of helium, the placement of the cooling 

nozzles and the cooling gas flow rates became even more critical.  The 

cooler presently being used is an array of ten nozzles.  The two upper 

nozzles blow helium as a cooling gas and the lower nozzles blow nitrogen. 

li 

: 

: 

The fiber take-up machine has been improved during the last few months. 

The problem of laying down the fibers in a parallel manner with precise 

spacing has not been solved, but the results are improving.  The use 

of placement "shoes" to position the fiber gave resulting cells with 

shorter lifetimes.  The shoes apparently scratched the fiber.  Without 

the laydown shoes, no scratches can be seen on the fiber surface using 

scanning electron microscope techniques at 1000X.  For cells that are 

designed to be longer than one hour cells, the close and precise spacing 

is not necessary and the problem is easier.  For the one hour cell the 

" 
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fibers are spaced about 100 microns apart.  For the longer rate cells, 

the fiber-fiber spacing can be up to 200 microns.  At this spacing, we 

get only a few "double seals" at the fiber ends.  An important cause of 

these "double seals" seems to be a movement of the fiber after it has 

been laid down but before it passes the hot nitrogen cutter-sealer.  This 

is being corrected. 

The use uf the hot nitrogen stream to cut and seal the fibers has given 

erratic results. Sometimes instead of sealing the individual fibers in 

a smooth spherical manner, the seal is in the form of a point or a hook: 

y> ^ *k ^>(4% 

i: 

' 

This puts weak, spots in the fiber that are susceptible to later breaking. 

A part of this problem, also, seems due to the fact that some fibers are 

not in the proper "focus" as they go through the hot gas cutter.  Helium 

was tried as a cutting gas rather than nitrogen, but the temperature and 

flow rate settings were even more critical.  Some experiments were done 

using a COo laser to do the cutting and sealing of the fibers instead of 

hot gas.  The first results indicate that the focus is also critical using 

the laser. 

III.  Cell Assembly 

The cell assembly machine has not been changed much during this period. 

A number of cells were made with 125 micron and 175 micron spacings 

i0 
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between successive foil rolls instead of the "standard" 100 micron spacing. 

As mentioned before, cells designed for the three or six hour rate would 

preferably have wider foil to foil spacing as well as wider fiber to fiber 

spacing.  These cells assembled with no trouble and operated in a satis- 

factory manner. 

The use of 95-1/2% B2O3 - A-l/2% ^0 as tube sheet glass has not changed 

Che assembly techniques except for the lower temperature cf fusion for the 

tube sheet.  Since the glassed edge of the anoda cup is the same composi- 

tion as the tube sheet glass composition, sealing the anode cup onto the 

tube sheet can be done at a slightly lower temperature then when usin,- 

the 94% B2O3 - 6% Na20 solder glass. 

The cells are now loaded with sodium and sulfur, raised to operating 

temperature and sealed -   all in the N2 filled dry box, and then 

brought into the laboratory environment for operation.  Air leaks into 

the cells greatly shorten their lifetimes, so sealing is important.  Since 

our present cells have glass envelopes, seals are made by Apiezon Wax in 

areas that do not get above 100oC. 

: 

IV. 

i: 

Testing and Evaluation of Cells 

Two different types of cells are used in the testing and evaluation program. 

The smaller size is a 1.1 cm diameter fiber bundle containing 1000 fibers 

with 5 cm of working length.  These are the T-numbend cells in Table I. 

They are nominally 0.3 - 0.4 ampere-hour cells.  The larger size cell is 

a 5 ampere-hour cell consisting of 3000 to 7000 fibe's.  It has a 1.65 cm 

diameter fiber roll and the fiber working length is about 8 cm long.  This 

cell is designed so that the construction details can be directly scaled 

up to larger sizes.  These are the A-numbered cells in Table II. 

I 
The T-cells are used in most of the work to test the effects of changing 

parameters or conditions.  The results are then re-tested in the larger cells. 

11 
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► „0-i-\   failures were described as generally 
In the last technical report, cell failures were 

due to,  1) eiber degr.datio„ or f^lur., 2, tub. Bheet UU.re; 3) anode 

CUP faUo»; or 4, taüure due « at.aina a. tba tobe sbeet aber inter- 

nee,  «e no ionser bave fallorea doe to (2, tobe sbeet fallore or  ) 

anode cop faUure.  Tbe'tobe sbeet Ullur* -de waa aolved by a better 

u„derstandln8 o£ bow to fose tbe tobe abeet into a soiid giaaa »aa.  W tb 

the iarger tobe aheets, tbe cooene vebiele »oat be tboroogbly remove be- 

fore atte.ptin8 to ioae tbe soider .iaas.  To do tb.a. tbe asae^biy ia beid 

under vacoom for at least five minutes at 100-180 C. 

Tbe "anode cup failore" mode disappeared vhen we began to get better 

sealed cells.  This failure was due to air leaking into tbe operating 

cells, forming Na20 „bich in turn attacked tbe aluminum anode cup. 

Pailures „. now seen at two sources - - - in tbe body of tbe fiber itself 

amongst tbe glass fiber-foil roll, and in tbe area of tbe fiber immediately 

beneath the tube sheet. 

T„e two approaches being used to get longer life cells are: 1) to make 

tbicker walled fibers; and 2) to discover, from ayatematics of cell 

operation, what causes the fibers to brrak. 

Effaet of WaUThlcknaas,  Graph I shows some d,,ta on the effect o£ 

T^ITT thickness on the 1000 fiber, 0.4 ampere-hour cells.  All cella 

are included, no matter what the mode of failure. Tbe maximum lifet me 

of the cella with 10 micron walls is 26-1/2 days while the maximum life 

the 15 micron wall cell ia over 60 daya of continuous charge-discharge and 

still operating.  Both of these cells have about the aame depth of dis- 

charge and about the aame voltage drop across the fiber wall.  Generally, 

the 10 mieron wall cella are grouped around 15-25 days and the 15 m cron 

„all fibers are from 35 to over 60 daya.  Tbe thicker 20 micron wall f hers 

should be longer lived, but unexpectedly are in the 15-18 *' ™' "**■ 

Ul of the cells made with 20 micron wall fibers, however, failed due to 

fiber breakage at tbe very ends of the fibers. This was probably due to 
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the poor seals made when these heavy walled fibers were cut and sealed 

by the hot gas: stream.  The formation of weak hooks and ends was des- 

cribed earlier.  With adequately sealed fibers, cells made of 20 micron 

fibers should last over six months of continuous operation. 

"Standard" current density across the 10 micron wall fiber is about 

2 milliamperes per cm2.  For the same voltagf- drop across the 15 micron 

wall, the current density is about 10/15 of 2 or 1.3 ma per cm2.  There- 

fcre, when designing for the same power output at the same voltage 

efficiency, more glass fibers and glass fiber surface is needed. 

Effect of Depth of Discharge.  From Graph I, there seems to be no correla- 

tion between lifetime and depth of discharge up to at least 50% depth. 

The "% depth" is based on 100% being the depth for a catholyte of ^83 to 

"Na2S2n".  The results are not quite so clear as we go to over 90% depth 

of discharge and charge.  Four cells (T-87, 88, 91, & 92) were run to over 

90% depth.  The maximum life was eight days and the average was five days 

compared to the twenty day average for the other 10 micron wall cells. 

These cells, however, were very high rate cells (3 x design) as well as 

deep cycling.  Other cells are now being run to differentiate the effects 

of high rate and deep cycling. 

Effect of "Getter" in the Sodium Anolyte.  If deep cycling the cell is 

causing decreased lifetimes, it could be due to attack on the class fiber 

from oxide in the sodium.  The oxide would be concentrated in the fibers 

during discharge of the cell. As sodium is discharged through the walls of 

the fibers, the oxide which cannot go through the glass Is concentrated 

such that its concentration, C, is 

C = C0e
n 

where C0 is the original concentration and n is the number of "column 

volumes of sodium discharged". 

17 
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In order to decrease the concentration of oxide, a number of possible 

"getters" were added to the moKen sodium.  Among those tried were 

Zr-Ti alloy, Al granules, Al granules treated with Hg, NaH plus Al, 

Mg, and LaCl^.  These were tried as additives to the sodium in the 

small T-cells.  Some of the cells were run at the very high rates (-'20 

minutes) and deep cycling and some under normal conditions. 

The results for the high rat.-deep cycling cells are seen in cells T83, 

87, 88, 91 and 92.  Life of t:he cells using Al or Al/Hg is unchanged 

from the untreated cells (1 co U  days).  Life of the cells using the 

Zr/TI or LaCl3 was 6 to 8 days, which may or may not be meaningful. 

Lifetime of cells run under normal conditions was uncharged.  We have 

now stopped using "ge.;ters" in the sodium. 

F.ffect j^fJ^JjJJin^^^mes^^^Sodium Discharged.  In the first part of 

this report period there seemed to be a correlation between lifetime and 

the number of "column volumes" of sodium passed on a discharge cycle.  The 

deeply discharged cells that passed 3.5 to 3.6 column volumes of sodium 

lasted a shorter time them the cells which passed only 0.4 to 1.4 column 

volumes in going up to 50% depth of discharge.  A possible reason is, as 

stated above, the concentration of harmful impurities in the sodium anolyte. 

If this effect were real, it would mean that an important design considera- 

tion would be making the internal diameter of the fiber large enough so only 

a few column volumes of sodium would be discharged per cycle.  However, as 

cells T-105, 107, 108 & 109 indicate, even 4 to b column volumes of sodium 

per cycle do not shorten lifetime of the cell when normal current densities 

are used.  Cell T105 had a lifetime of 46 days of continuous operation at 

50% depth of discharge per cycle and passing 8 column volumes of sodium per 

cycle. 

Apparently, there is little or no degradation of the fiber from the sodium 

side of the cell due to a concentration of impurities. 

i: 
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Enect^olJoil^oU_Spacin^    The rne hour cell  design calls  for  fibers 

to be about   100 micron apart  and  the cathode  foils  to be about  100 microns 

apart. 

/M/f 

The volume element around each fiber contains the amount of sulfur for 

one hour at the designed current.  For a cell designed for longer times, 

at the same current density on the fiber, the volume element must be 

larger. Experiments have been begun on increasing the foil to foil dis- 

tance from 100 micron to larger spacings. 

Preliminary results indicate no change in cell lifetime.  An effect is 

noted, however, when the cell is first started after being loaded with 

sulfur.  With 100 micron spacing the cell resistance drops to an operable 

range in an hour or less and is almost at its final internal resistance 

in a few hours.  With 125 micron spacing, several hours of discharge are 

required to bring the cell to an operable range and the final internal 

resistance is not reached until a much longer time (  1 day).  We are now 

determining the degree of charge such a cell can be brought to before the 

cell internal resistance doubles due to the resistance of the sulfur.  With 

the 100 micron spacing, the cell can be charged to a composition of approxi- 

mately "Na2S20" before this happens. With wider spacings it may be less. 

19 
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Effect of Fiber Glass Composition.  The 406 glass used for the fiber at 

the beginning of this period contains excess NaCl to enhance conductivity. 

We had concern that the chloride ion might migrate out of the structure 

weakening the glass.  Glass was made without the chloride (410) and fibers 

and cells made from  this.  No increase in lifetime was seen.  Glass re- 

sistivity was increased about fifteen times by leaving out the NaCl, so it was 

an undasirable step and was discontinued when no lifetime enhancement was 

obtained. 

The ratio of Na20 to B2O3 in the 406 glass puts it on the edge of glass 

stability.  It is very close to a crystallization range. Another glass 

was made which contained slightly more B2O3, hence was more stable.  Fibers 

and cells were made from this glass (413).  These cells did not show longer 

life than cells made with 406 glass.  The excess B2O3 resulted In a higher 

resistivity glass ( 2X), so this glass was discontinued. 

Change of Cell Resistance with Time.  The increase of cell internal resistance 

with time is somewhat varied.  One T-cell has operated over 49 days contin- 

uously on two hour cycles (T107) with no increase in internal resistance. 

Another cell (T105) has operated on four hour cycles for 46 days with no 

definite resistance increase.  Other cells have shown an increase.  Cell 

T-93, the same construction as the T105 o. 107 cells, had a 5% resistance 

increase in 44 days. 

At very high rates and/or deep charge-discharge, the cell resistance seems 

to go up faster. Cell T-98, operating at about three times normal current 

density and relatively deep cycling had an increase in resistance of about 

50% after 4-5 days operation. We do not know yet whether this is a con- 

sequence of high rate (high current density or voltage drop) or deep cycling 

or neither. 

We do get a relatively rapid increase in cell resistance within 5-7 days 

if the cell assembly is not treated with BCI3 gas before being loaded with 

Na and sulfur.  This is possibly due to residual water or organics (re- 

movable by BCI3) which slowly react to separate sodium columns, etc. 

MlKJMWIiMMMMMil 
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Effect of Curjrenj:_Densj.J;^. Graph I indicates that there is no correlation 

between lifetime and current density across the fiber in the range of 0.6 

to 2.0 ma per cm2 across the fiber.  The normal current density for the 

10 micron wall fiber is about 1.5 ma per cm2.  The high rate, deep cycled 

cells mentioned before and shown in Table I had much shorter lifetimes at 

their current densities of up to 8 ma per cm2, but whether the shorter 

Ufetime is due to the high current density or deep cycling is not yet 

known. 

Cell Operating CharactCirlBtlcs Now Being Investigated.  Cells arc now 

being operated to separate the effects of deep cycling and high rate. 

Better 20 micron wall fibers have btan drawn and made into cells and 

these cells are running to determine their lifetimes.  Data is being 

collected on the effect of foil-foil spacing in the 5 ampere-hour cells 

on cell resistance in the fully charged state. 
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